WASHINGTON STATE DEPARTMENT OF TRANSPORTATION -
98504-7365/1655 SO.

PO BOX 47365 OLYMPIA, WA.

Physical Testing Section

Test Report for Bolts
Test Method ASTM F606

Date Sampled:

01/22/2010
M. SEVERSON

Sampled By:

Date Recvd Hgs: 01/26/2010
S.R. No.: 16
Section:

Contractor:

Work Order No.

Lab ID No.
Lab Number
Trans. No.

Bid Item No.

Org. No.
F.A. No.

I-5/WESTBOUND NALLEY VALLEY

MATERIALS LABORATORY
2ND AVE TUMWATER, WA. 98512

007594
00001061AaA
VvV -1061
1061aa

434305

Material: HIGH STRENGTH BOLTS

Supplier:

Specification: ASTM A449

Type or Grade:

Tensile Strength (lbf)

Specifications
Bolt A
Bolt

Bolt

o o o

Bolt
Bolt E
Bolt F
Bolt G

Bolt H

Galv, (0z/Sqg Ft) 2.51

40100 Min.

45636

46041

45316

45837

(Test Method ASTM E376)

Results :MEETS SPECIFICATIONS

Distribution:

Materials File’
Region Construction
Project Engineer:
JON DEFFENBACHER

T47M- T47TW-
T47N-4.0 T47X-
T47V- T2J7-

X(2)

Heat Number: 455007
14894

Lot Number:

Hardness (HRC)
--- Min./34 Max.
34
34
31

31

Remarks:

THOMAS E. BAKER, P.E.

MATERIALS ENGINEER

Michael Polodng, E.
Date: 01/28/20
Phone: (360)709 46

Size:

3/4 X 14-1/2

Proof Load
Pass/Fail
P

P

bolts.dfr 3/0



